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Specifications

ISRI Code: N/A

ISRI name: N/A

Expected Chemistry (%; max)

Gerdau name: Flashings

Dimension (inches; max)

Type of Scrap: Flashings

Copper 0.150

Chrome 0.350

Nickel 0.350

Tin 0.015

Phosphorous 0.040

Sulphur 0.040

Silicon 0.250

Molybdenum 0.150

New production material from a forging operation. Must be free of lime and coated material.

Cartersville N/A

Charlotte 36” 

Jackson 36” 

Manitoba N/A

Monroe 36”

St. Paul N/A

Whitby                                       N/A           

Wilton                                   N/A
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