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Specifications

Clean auto blocks, free of all steel parts except camshafts, valves, springs and studs.

Free of nonferrous and non-metallic parts.

ISRI Code: 259

ISRI name: Clean Auto Cast

Expected Chemistry (%; max)

Gerdau name: Clean Auto Cast

Copper 0.250

Chrome 0.150

Nickel 0.100

Tin 0.010

Phosphorous 0.050

Sulphur 0.110

Silicon 0.150

Molybdenum 0.050

Carbon 3.000

Dimensions (inches; max) 

/ Exceptions

Type of Scrap: Clean Auto Cast

IRON & STEEL SCRAP SPECIFICATIONS

Cartersville 48” x 24” x 6”

Charlotte N/A 

Jackson N/A

Manitoba Only drums & rotors 

from passenger 

vehicles or heavy 

trucks

Monroe 36” (No Crankshafts)

St. Paul                                N/A

Whitby N/A

Wilton                                          N/A


