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Specifications

Type of Scrap: Mixed # 1 and # 2

Must conform to requirements of # 2 steel grade with sufficient # 1 steel (minimum 40%) included

to qualify for price adjustment. Minimum density: 50 lbs per cu. ft.

ISRI Code: N/A

ISRI name: N/A

Gerdau name: Mixed # 1 and # 2

Expected Chemistry (%; max)

Copper 0.350

Chrome 0.180

Nickel 0.140

Tin 0.030

Phosphorous 0.020

Sulphur 0.040

Silicon 0.150

Molybdenum 0.040

Dimension (inches; max)

Cartersville 48” x 24”

Jackson 36” x 36” x 4”

Manitoba N/A

St. Paul N/A

Whitby 48” x 24”

Wilton N/A
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