
Specifications

ISRI Code: N/A

ISRI name: N/A

Expected Chemistry (%; max)

Gerdau name: Pig Iron

Dimension

Type of Scrap: Pig Iron

Unless otherwise specified, all grades shall be free of non-ferrous metals and non-metallic of any

kind, including excessive dirt, loose turnings, cast iron, swarf, grinding dust, scale, oil, grease,

excessive rust, terne plate, tin plate, detinned material, babbitt, resulfurized metal, stainless steel,

chrome, and vitreous enamel coatings. 94% Fe minimum. 150 pounds per cu. ft. minimum

density.

Copper 0.020

Chrome 0.020

Nickel 0.010

Tin 0.002

Phosphorous 0.070

Sulphur 0.030

Molybdenum 0.001

Carbon 4.000

Cartersville N/A

Charlotte N/A

Jackson N/A

Manitoba N/A 

St. Paul N/A

Whitby                                     N/A

Wilton                                      N/A
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