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Specifications

Clean steel scrap including new factory busheling (for example, sheet clippings, stampings, etc.).

May not include old auto body and fender stock. Free of metal coated, vitreous enameled and

electrical sheet containing over 0.5 percent silicon. Minimum density: 50 lbs per cu. Ft.

ISRI Code: 207

ISRI name: No. 1 busheling

Gerdau name: Busheling

Type of Scrap: Busheling

Expected Chemistry (%; max) Dimension (inches; max)

Cartersville 60” x 24”

Charlotte N/A

Jackson 48” x 24”

Manitoba N/A

Monroe 36” x 12”

St. Paul N/A 

Whitby 36” x 12”

Wilton N/A

Copper 0.080

Chrome 0.050

Nickel 0.050

Tin 0.005

Phosphorous 0.010

Sulphur 0.010

Molybdenum 0.020
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